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Specimen :  DT1/3150BTransformer Bushing

Manufacture : HANGZHOU WESHARE IMPORT&EXPORT CO.,LTD
Sample quantities: 6 units

Date of test . AUG.16,2023
K 06 T H 1. Visual Inspection AN
2. Verification of Dimensions and Distance Creepage
JRT I € Fa o A
3. Routine Electrical Test 1147 FL A e
4. Thermal Shock Test TR AP
5. Porosity Test FLER 4 5
Reference Standard:
SR According to old IEC 233(1974) updated with new
IEC 62155 AD 1.0.2003
Test Results: After through the inspection of fire items according with the

standards and conduct drawing, the samples are qualified.

Approved by: Audited by: Inspected by:
e Wiz FH:
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1. Visual Inspection
1# ~ 6# Sample are inspected according with IEC 62155 AD.1.0 2003 all are

value glazed and free from imperfections,the mark is legible, they are constituted

qualified.

2. Verification of Dimensions

(1) R ¥4 mm

Inspect Items Requirements Samples No. #fhdm'5

656 T H PR 1 2 3 4 5 6

Total Height
&4

24 2
S

3OMIN 36 35,6 | 36.5 36.2 36 359

Shell Diameter
1

Terrace Diameter

o d 150 153.7 | 1522 | 1533 | 152.5 | 151.4 | 15222
515

Terrace Thickness

12 12.3 | 12.5 12 12.4 12.4 12.3
a1

I Di
Upper mner /1ameter d8OMIN 832 | 835 | 828 | 827 | 833 | 82.6
Fim N1

Upper Hole Deepth
AR SE

Lower-Outer Diameter

s 1t 4 b 125 126 | 126.8 127 125.9 126 126.5
T umAhE?

The sampler are qualified according with the standard and product drawing.
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(2) Verification of Distance Creepage
Inspect Items Requirements Samples No. w5

i 46 79 H POREER 1 2 3 4 5 6
Creepage Diatance

J€ i B

The sample are qualified according with the standard and product drawing

(3) Routine Electrical Test

Sample No. Requirements Real Exert Voltage | Continual Time | Sample State
N EELRE) POREK S Bt H g S ] R
1
2 Exert Voltage: 3kV
3 Continual Time: 5 min _ No Puncture
4| MR 3kV KV omin et
5 FFEEISIA]: 5 min
6

The samples are qualified according with the standard and product drawing

(4) Thermal Shock Test
1# ~6# samples stay 30 min in each hot and cold bath, withstand three times

cold-hot circle from 90 C

qualified.

to 20 C ,the range of temperature is 70 °C , they are
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(5) Porosity Test
Sample No. Requirements Sample State
YRR YN AR
| No Permeation
TiZid
5 No Permeation

No less than 20Mpa pressure, the product TBiE

of pressure and time is 180Mpa * h, the | No Permeation
ceramic pieces should be no permeation. TBIE

J& JIAME T 20MPa, J£ /58] 8] #3€ | No Permeation
FRZET 180MPa « h, BN NTCIBIHE JoiBi%E

I No Permeation
TBiE

No Permeation
TBiE

The samples are qualified according with the standard and product drawing
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